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20MTFC02 Textile Production Processes
                                                                           PART A                                       10 x 1 = 10       

           
Choose the Correct Answer

1.  On a good ring frame, the spinning tension for cotton yarn would be around ……………

      a.1.0 g/tex               b. 0.1 g/tex                 c. 0.001 g/tex               d. 0.11g/den
2.  If the difference between the number of thick and thin places is very high, the machine to be
      checked first would be …………

      a. Draw frame           b.  Speed frame           c. Ring frame                d.  Card
3.   Fabric cover on a loom is improved by  …………

      a. Raising the back rest                                b.  Having early shedding        
      c. Having late picking                                   d.  Having late beating
4.   Separation of fibres of cotton from its seed is known as   …………

      a. Weaving               b. Spinning                  c. Knitting                     d.  Ginning
5.   Fancy weave which has small geometric patterns
      a. Dobby weave        b.  Jacquard weave       c. Double cloth              d.  Pile weave
6.   Late shedding is used in this type of weaving.
      a. Plain weave fabrics                                   b.  Heavy weight fabrics    

      c. Lighter and fancier type fabric                   d.  Twill fabrics 
7.   Rotary dobby is used in ………… .
      a. Non automatic loom                                 b.  High speed shuttle loom        

      c. High speed shuttles loom                          d. Automatic loom
8.   Position of dobby is generally …………..  the loom.
      a. Below                   b.  Above                    c. In reed                      d.  Any place
9.   In knitted fabric loop, the total amount of horizontal rows is known as  …………

      a. Course                  b.  Wale                     c. Purl                            d.  Nozzle
10.  Two different types of yarns will be used in woven fabric production, one with high  
       tensile strength and another one with low tensile strength, which one should be used    

       as picks :

      a. randomly choose one                              b. No enough information to make a decision 

      c. one with high tensile strength                 d. one with low tensile  strength                     
                                                               PART B                                      5x6=30

                                                         Answer all questions                                                                                                                       
Each answer should not exceed 400 words or two pages   
11.a. Explain briefly about types of spinning.

                                           (Or)

11.b. What are the relationships between handspun and machine spun fabrics?
12.a. Write a note on different weaving mechanisms.
                                           (Or)

12.b. Brief a note on history of weaving.
13.a. Explain about hand loom and power loom.

                                           (Or)

13.b. Differentiate between shuttle looms and shuttle less looms.
14.a. Write in detail about difference between positive and negative dobby.

                                           (Or)

14.b. State out the difference between dobby and jacquard looms.
15.a. Write a short note on preparation of carded and combed samples.

                                           (Or)

15.b. Write in detail about woven and knitted fabric Production.



         PART C                                               5X12=60

                                            Answer All questions

                   Each answer should not exceed 800 words or four pages
16.a. Write a note on preparation of yarn for weaving.

                                          (Or)

16.b. Explain about yarn classification, types and its characteristics.
17.a. Write in detail about types of weaves and its characteristics.

                                          (Or)

17.b. Explain about selvedge formation techniques.
18.a. What are shuttle less looms? and explain its types.

                                          (Or)

18.b. Write about Multiphase weaving machines.
19.a. Explain in detail about dobby looms .

                                          (Or)

19.b. Explain in detail about jacquard looms.
20.a. Write about needle punched and thermal bonded samples.

                                          (Or)

20.b. Write in detail point paper and protype card.
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